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ZHONG SHAN SHI SONGLIN FURNITURE CO., LTD 
B BLOCK, JINLI INDUSTRIAL ZONEMSANXING ROAD, SANJIAO TOWN, ZHONGSHAN CITY,  
GUANGSONG PROV., CHINA528400 
 
 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : FABRICS FOR OFFICE CHAIR 

SGS Ref. No. : GZSL1612148476TX 

Buyer Item No. : SL-F13 

Manufacturer : ZHONGSHAN SHI SONGLIN FURNITURE CO., LTD 

Sample Receiving Date : Dec.09, 2016 

Test Performing Date : Dec.09, 2016 to Dec.15, 2016 

 

Test Result Summary 

 

Test(s) Requested Result(s) Comments 

Color Fastness To Water Spotting 
(AATCC 104-2014) 
Taber Abrasion 
(ASTM D 3884-09 (Reapproved 2013) Taber (RPDH) Abrader H-18 wheel, 
Load : 500g/wheel) 

please refer to 
the following 

page(s) 

/ 

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 
 

 
Bill Wang 
Approved signatory 
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Test Result: 
 
  Requirement 
 
Color Fastness To Water Spotting 
(AATCC 104-2014) 
 
 (A) (B) (C) (D)  
Change in shade 4.5 4.5 4.5 4.5 
After 2 min 4.5 4.5 3.0 4.5 
After dry 4.5 4.5 4.5 4.5 

Min.3.5 

 
Remark: Grey Scale rating is based on the 5-step scale of 1 to 5, where 1 is bad and 5 is good. 
 
 
Taber Abrasion 
(ASTM D 3884-09 (Reapproved 2013) Taber (RPDH) Abrader H-18 wheel, Load : 500g/wheel) 
  

 (A) (B) (C) (D)  

Weight loss after 300cycles (%) 1.6 1.1 1.6 0.7 Max.10% 
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Sample Photo 
 

 

(A) (B) 

 

(C) (D) 

 

Remark: This test was conducted at 198 Kezhu Road, Scientech Park Guangzhou Economic & Technology 

Development District, Guangdong Province, China.  

 
***End of Report*** 
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